Thickness,

Products Standard Grade Width, mm -
Structural Q2358
GB/T 3274 1150-1570 0.8-1.9
steel Q345B
Containers
JIS G3125-2004 SPA-H 1150-1570 0.8-1.9
Steel
High Carbon
Customers standard UTS-50]JP 1150-1570 0.8-1.9
Steel
HSLA 60 1150-1570 0.8-1.9
High Strength HSLA 65 1150-1570 0.8-1.9
Low alloy ASTM 1039 HSLA 70 1150-1570 0.8-1.9
Steel HSLA 80 1150-1570 0.8-1.9
HSLA 100 1150-1570 0.8-1.9




